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SHENZHEN GENVAN SILICONE MATERIALS CO., LTD

DONGGUAN GENVAN SILICONE TECHNOLOGY CO., LTD
NO.29 SHAKENG ROAD,BILING,PINGSHAN,SHENZHEN CHINA
B3 BUILDING,2ND DISTRICT,XICHENG INDUSTRIAL ZONE HENGLI TOWN,DONGGUAN,CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as : GA-1053

SGS Job No. : GZIN2002004478PC - GZ
Tested Sample Info. : GA-1053
Client Ref. Info. : GA-1 series/ GA-2 series/ GA-3 series/ GA-5 series/ GA-6 series/

GA-7 series/ GA-9 series/ GA20 series/ GA21 series/ GA22 series/
GA23 series/ GA24 series/ GA25 series/ GA26 series/ GA27 series/

GAZ28 series/ GA29 series
Date of Sample Received : 24 Feb 2020
Testing Period : 24 Feb 2020 - 03 Mar 2020
Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).
Test Results : Please refer to next page(s).
Result Summary :
Test Requested Conclusion
FDA 21 CFR 177.2600-Total extractive residues PASS
Conclusion : The tested parameters comply with the requirement stated in Food and Drug

Administration Regulations.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Caﬁjﬁ'ﬂ"j

Catty Gong
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description Material
(claimed by the client)
SN1 CAN20-016844.002  Translucent silicone sheet Silicone
FDA 21 CFR 177.2600-Total extractive residues
Test Method : With reference to US FDA 21 CFR 177.2600.
Simulant Used Time Temperature = Max. Permissible Result of 002 Comment
Limit
Distilled Water 7.0hr(s) Reflux 20mg/sq. in <0.5mg/sq. in PASS
temperature
Succeeding Extraction 2.0hr(s) Reflux 1mg/sq. in <0.5mg/sq. in PASS
temperature
n-Hexane 7.0hr(s) Reflux 175mg/sq. in 9.2mg/sq. in PASS
temperature
Succeeding Extraction 2.0hr(s) Reflux 4mg/sq. in <0.5mg/sq. in PASS
temperature
Notes :

mg/inch?= milligram per square inch
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Sample photo:

CAN20-016844.002

SGS authenticate the photo on original report only

*** End of Report ***

£ Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
> %‘% | Ei' A3 overleaf, available on request or accessible at hitp:/fwww.sgs. oorrven.f'reme-and Conditions.as) xaM for alectronic format documents,
S% | Hi 4;//-< subject to Tarms and Conditions for Electronic Documents a 7 dHnnszarms—e-Documanl a x
sgé%— ¢ Attantion is drawn to the limitation of liability, indemnification an ]ﬂ areln. Any

_;553 o advised that information contained hereon reflects the Company’s ndlms at the Ilrns of Hs intervention only and within !‘.115 Iimrls uf
s =

=0

Client's instructions. if any. The Company's sole rasponsibility is to its Client and this document does not exonerate parties to a
nsaction from axerclslng all lhelr rlghts and obligéaﬂons u r the uansactlan doeumsnts This document cannot be reproduced
axr.epl in full, without prior written app Any unauthork alteration m?ary or falsification of the content or
5 is unhlwful and Qﬂandm may badpmucutid 1o the fullest extent of the law, Unless otherwise stated the

ruuits shown in this test report refer only to the sample(s) tes
Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (B8-T55) 8307 1443,

or email: CN.Doccheck@sgs.com

108 Kzt Road Scientech Perk Guengzhou Eomnomio Technckogy Deneloprent Dt GuengztouChina 510663 t (86-20) 82155655 f (86-20) 82075113  www.sgsgroup.com.cn

HE I -EFERFREA AR08 BB&: 510663  (B6-20) 82155555 f (86-20)82075113 e sgs.china@sgs.com
T
Member of the SGS Group (SGS SA)



